Client Lot #...:

PARAMETER

LCS Lot-Sample#:
Arsenic

Aluminum
Antimony
Barium
Cadmilslm
Chromium
Beryllium
Lead
Selenium

Silverxr

LABORATORY CONTROL SAMPLE EVALUATION REPORT

TOTAL Metals

E2F010157 Matrix........ .3 SOLID
PERCENT RECOVERY PREPARATION-
RECOVERY LIMITS METHOD ANALYSIS DATE WORK ORDER #

E2F030000-211 Prep Batch #...: 2154211

29 (75 - 115) SW846 6010B

Dilution Pactor: 1

Analysis Time..: 11:83 Rnalyst
95 (70 - 115) SwWs46 6010B

Dilution Pactor: 1

Analysis Time..: 11:53 Analyst
9% (75 - 115} SW846 6010B

Dilution Factor: 1

Analysis Time..: 11:53 Analyst
99 (80 - 120) SWB46 GOIOB

Dilution Pactor: 1

Analysis Time..: 11:53 Analyst
99 (80 - 120) SW846 6010B

Dilution Factor: 1

Analysis Time..: 11:53 Analyst
102 (85 - 120) SW846 6010B

Dilution Factor: 1

Analysis Time..: 11:53 Analyst
104 (80 - 120) Sws46 6010B

pilution Factor: 1

Analysis Time..: 11:53 Analyst
99 (80 - 120) SW846 6010B

Dilution Factor: 1

Analysis Time..: 11:53 Analyst
90 (70 - 115) SwW846 6010B

Dilution Factor: 1

Analysis Time..: 11:53 Analyst
100 (80 - 120) SwWB46 6010B

Pilution Factor: 1

Analysis Time..: 11:53 Analyst

{Continued on next page)

000061

06/03-06/04/02 E2CPW1AU

ID..... : 021088 Instxument ID..: MOl
06/03-06/04/02 E2CPW1CE

ID..... : 021088 Instrument ID..: MOl
06/03-06/04/02 E2CPW1AV

ID.....: 021088 Instrument ID..: MOl
06/03-06/04/02 E2CPW1AW

ID.....: 021088 Inétrument ID..: MOl
06/63—06/04/02 E2CPW1AX

ID.....: 021088 Instrument ID..: MO1l
06/03-06/04/02 E2CPW1A0

In.....: 021088 Instrument ID..: MOl
06/03-06/04/02 E2CPW1Al

ID.....: 021088 Instrument ID..: MOl
06/03-06/04/02 E2CPW1A2

ID..... : 021088 In;trument ID..: MOl
06/03-06/04/02 E2CPWLA3

ID..... : 021088 Instrument ID..: MOl
06/03-06/04/02 E2CPW1A4

ID..... : 021088 Instrument ID..: MOl

BOE-C6-0231537



